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H{7{Z & Company information

I WSS e VR 13 47 PR A 7] TWS Technology(Guangzhou) Limited
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ﬁﬁ%ﬁ flZA)  1st, 2nd and 3rd Floor (can be used as a factory building), No. 39, Nanyunsan
Consignor Road, Science City of Guangzhou High-tech Industrial Development Zone
020-22215111 Burning.Lin@tws.com WWW.tws.com
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LA T ReA 47 R A & Shanghai Institute of Chemical Industry Testing Co., Ltd,
AR By HEL B R X R 04 AR B 345 5, 200062 No.345 East Yunling Road, Putuo, Shanghai,
Test lab China 200062 /
86-21-31765555 ba&;ry@ghs.cn _ www.ghs.cn / @\;S
Hllif5 B Battery information [ g
e REEETHEME [0 B g,
lfmij\e Rechargeable Lithium-ion ];1:&}1%1 / d-;[f f7 Z(?
Battery i ty /
e JRERAARS <)
Type S36-LI-18-2500(A120) Original tested type _ 7
FRAR LR (V) 180 o HE/MER | 2300mAh/41.4Wh (Rated),
Nominal voltage ; _ Capacity/energy | 2500mAh/45Wh (Typical )
fiiih ] 7 LR L 2 5 (g) /
Description Rechargeable Li-ion battery Li content
Ji B (kg) 0327 SO | EEBEREEANE Blue
Mass ' L= Appearance © 7 plastic film shell
M (F 8 Test information
RS  WRREEW
Original test report No. HBsisT Date of test report ROBESE
TaAmitE BAEE CGRIMPREFEM) % 38.3 8 UNITED
Test standard NATIONS Manual of Tests and Criteria 38.3 STRGRLIL bR
T.1 7 BEARTL A T.2 B P
Altitude simulation A Passed Thermal test Frif Passed
T.3 #Rzh PR A T4 il it s
Vibration orfft Passed Shock &t Passed
T.5 S s e T.6 fiit il At q
External short circuit A Passed [mpact AT Passe
T.7 L EFRE e T.8 FRAIHCE At
Overcharge =t Passed Forced discharge =it Passed
38.3.3 (O / 38.3.3 (g) /
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Statement

LRI E L AL E AT (BUSKRIL T K.
The test summary is invalid if it is not affixed the official seal of the laboratory to it.
PRA LR SRS
Copies of the test summary are invalid.
3R LS T R FH M AR S TERL .
The test summary is invalid without the signature, name and title of the signatory.
4.3 R e R
The test summary is invalid if it is blotted out.
SREGASG =B, AAEMS SN
[t is forbidden to copy the test summary partially without the written approval of the laboratory.
6. 1B L2 p i A 25 BRSOk TR il A 2
The conclusion of the test summary is only valid for the tested sample.
7ARBSMEEE DL rp SONHE, ZESCSCAR (AT ) UOAEESE, PR RAPIIEIE, B BA s scA N
The test summary has been drafted in Chinese and translated into English (if exist) for

convenience only. In the event of discrepancy, the Chinese version shall prevail.

Huht: E#gTH SUEIRER 345 5 Address: No. 345 East Yunling Road, Shanghai
IS4 t5(PostCode): 200062

HLiE(Tel): (021) 31765555 % F{(Fax): (021) 31015117

PR3k (website): www.ghs.cn

HLT {5 #(E-mail): battery@ghs.cn
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4% B F Sample Picture

P ————————
P #1§ Model: S3641-18-2500(A120)  SINRISNE

s AR E E CGRIEFFRHET MY ST/SG/AC.10/11/Rev.838.3 FEAESEsR . The
; '.HIT&. tested samples meet the requirements of test items of the UNITED NATIONS Manual of
Canglysion Tests and CriteriaST/SG/AC.10/11/Rev.8 38.3
a0
Remark
%54 Signature 4 l? T AR E —_—
IR Title Issued date
fill i TFEIT Vice chief engineer
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