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e echargeable Lithium-ion Brand |
Battery
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LI-324- .
Tyne S43-1L1-324-3000(G11113) Original tested type /
PRARFELER (V) 1.4 AR Typ: 3000mAh 97.2Wh Rat:
Nominal voltage : ~ Capacity/energy 2750mAh 89.1Wh
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Description Rechargeable Li-ion battery Li content
o W in, e XA
i ; =
)ﬁ%(kg) 0.640 A .ﬁj&mé black and blue  plastics
28 REPERL cement shell
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Statement

RIS B E A = A% (s RilL H &) B,
The test summary is invalid if it is not affixed the official seal of the laboratory to it.
2. IO WEZE B BN TR R
Copies of the test summary are invalid.
3RS E R R T R T E M A MRS R .
The test summary is invalid without the signature, name and title of the signatory.
4 SIS B IR
The test summary is invalid if it is blotted out.
SRGARIG F - HHAE, AE BRI
[t is forbidden to copy the test summary partially without the written approval of the laboratory.
6.3 I B i F AR 5 SR, Ok T AR A R
The conclusion of the test summary is only valid for the tested sample.
7. 5B 3 UL SO, BESCSOR () SUARESC, P RAEPIRING, BRSO
The test summary has been drafted in Chinese and translated into English (if exist) for

convenience only. In the event of discrepancy, the Chinese version shall prevail.
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B Title Issued date
il S LI Vice chief engineer
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