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, CEEN T S AT S ¥
G Rechargeable Lithium-ion _ ot il 7 /
Name Brand
Battery Pack ; 1
5 JR IR AR S
o S46-L1-36-2000 _Original tested type /
FRFREEE(V) e e EEfeR 2000mAh/7.2Wh(Typical),18
Nominal voltage 3 - Capacity/energy. 00mAh/6.48Wh(Rated)
fE B L N Y ]
T Rechargeable Li-ion single cell 7 > /
Description b Li content
atlery :
oo Wit [ e 28 L i A1 5
P (kg) 0.0529 s M\m ; Blue eylinder plastics film
Mass Appearance ghell
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iin ‘. 2026-10-28
Original fest report No. bt Date of test report 0

TR AR e Bea E GRISFFRHEFAM ) 28 38.3 7 UNITED ST/SG/AC.10/11/Rev.8&Am
Test standard NATIONS Manual of Tests and Criteria 38.3 end. |
T.1 fehEEARL A A T.2 EE N A _
Altitude simulation e Passed Thermgi nejsltit et Passed
T3 ﬂﬁfﬁ]ﬁlﬁﬁ Ry T4 W-:ﬂ' i .y
Vibration frft Passed Sh;é;‘ &b Passed
T.5 Shih % 2% P T.6 iy T
External short circuit Aft Passed Igﬁ]??% . i Passe
T.7 i 7 hll T.8 H&ifil] ot
Overcharge frfft Passed Forced discharge frif Passed
38.3.3 (D) / 38.3.3 (g) /
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Statement

LARIGMEE ARSI = AT (BRI 5D o
The test summary is invalid if it is not affixed the official seal of the laboratory to it.
2. I WEEE 5 BN TR -
Copies of the test summary are invalid.
3B RE B TE A8 B B ek AR AR 55 TR
The test summary is invalid without the signature, name and title of the signatory.
4. I MR O R
The test summary is invalid ifit is blotted out.
S RGA LIS E MM, A EH R
It is forbidden to copy the test summary partially without the written approval of the laboratory.
6. RIS HEZE s iR ORI G S, OUR BT U R A 2
The conclusion of the test summary is only valid for the tested sample.
7 AR ZE LA SCORME, SO () URBRSE, PR AR PRI, B RA R SO o
The test summary has been drafted in Chinese and translated into English (if exist) for

convenience only. In the event of discrepancy, the Chinese version shall prevail.
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FEim B/ Sample Picture

MRAE RS BAE GRESFRETI ST/SG/AC.10/11/Rev.8&Amend.1 38.3 45 ifk

Coffl;lﬁﬁn B3R . The tested samples meet the requirements of test items of the UNITED NATIONS
Manual of Tests and Criteria ST/SG/AC.10/11/Rev.8&Amend.1 38.3
B
Rematk G- None.
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