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Manufacturer Road, Science City of Guangzhou High-tech Industrial Development Zone
020-22215111 Burning. Lin@tws.com WWW.IWS.com
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Rechargeable Lithium-ion 2 / =
Name Brand A
Battery . e
] = e A
B5 S41-LI1-216-5200(C1) PRI S / \ ﬁ% R
i Type Original tested type (1
PRFRELER (V) 21.6 ZrE/fER | Typ: 4600mAh 99.36Wh
Nominal voltage : — - Capacity/energy. Rat: 4200mAh 90.72Wh
ik A 7 R e vt A HEE(e) /
Description Rechargeable Li-ion battery Li content
L A, BEeXEBE KR
7 Bt (kg) 0.645 s HIEAME blue and black
Mass ’ ©  Appearance plastics cement and plastics
A b film shell
A5 B Test information
FRES S RIRE O
Original test report No. o - Date of test report 20460801
bl i A GRIGFIFRAETT) %8 38.3 % UNITED ST/SG/AC.10/11/Rev.8&Am
Test standard NATIONS Manual of Tests and Criteria 38.3 end. |
Altitude simulation =t Passed Thermal test et Passed
T.3 #RENWH A T4 i A
Vibration 4 i Passed Shock &% Passed
T.5 SME R R 5 T.6 ity & T
External short circuit ff Passed Impact Al Passed
T.7 AL EEFR Ad T.8 B[ A
Oveichoe: &t Passed Fatoet dlsonarce &k Passed
38.3.3 (f) / 38.3.3(g) /
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Statement

LRI EEALIE AR (SRIRRNEMNE) .
The test summary is invalid if it is not affixed the official seal of the laboratory to it.
2. R 5T BN R
Copies of the test summary are invalid.
3. IR M B8 R A e kA ANHR 55 T2
The test summary is invalid without the signature, name and title of the signatory.
4B MR R O R
The test summary is invalid if it is blotted out.
SARGAI I E i, AEEH S LR,
It is forbidden to copy the test summary partially without the written approval of the laboratory.
6. RIS T rh R R A5 R UK T IR AT R
The conclusion of the test summary is only valid for the tested sample.
7 ARG HEEL DA eh SCRE, FESCCAR (AT ) BUARESE, W ARSI, LA ep SO0 i
The test summary has been drafted in Chinese and translated into English (if exist) for

convenience only. In the event of discrepancy, the Chinese version shall prevail.
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Hii&(Tel): (021) 31765555 & ¥ (Fax): (021) 31015117
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H1L - {54 (E-mail): battery@ghs.cn



¢ e

UN38.3 Test Summary

¥ i B Fr Sample Picture

812600600168187

o ¥
i
7
>
v
L
£
L
A §)
RENZH
(14)
s PR SRR BS E GRIGFARET ) ST/SG/AC.10/11/Rev.8&Amend.138.3 #7 1k
C I;cg:'l e H3R . The tested samples meet the requirements of test items of the UNITED NATIONS
Sulag Manual of Tests and CriteriaST/SG/AC.10/11/Rev.8&Amend.1  38.3
Remark
: = sy
454 Signature L -2- e ERHM 2026-09-08
IR %% Title Issued date
il & TFET Vice chief engineer
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